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FOREWORD 

This quarter ly  repor t  was prepared by the Materials Technology 

Department at Hughes Aircraf t  Company under NASA Contract 

NAS 1-3244. 

technique for  rigidization of a n  inflatable parabolic collector i n  a space 

environment.  This contract  is administered under the direction of the 

Erectable  Structures  Branch of the Structures  Research Division, 

Langley Research  Center,  with Mr:  Atwood Heath serving a s  Technical 

Representat ive.  

The work being done consists of a determination of a 

This repor t  covers  work f r o m  the period 1 August 1963 to 

1 November 1963. 
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ABSTRACT 

/ 6 3 3 3  
Evaluit ions a r e  being conducted on techniques for rigidizing an  ‘dapZ 2~’ I*  

I 

I 
I 

inflatable parabolic so l a r  energy collector in  a space environment. 

The s t ress - re laxa t ion  method of forming the parabola is discussed,  

along with the distortion problems found as the resu l t  of the Mylar 

s t r e s s e s .  

I Materials  f o r  adhering the Mylar f i l m  to the polyester laminate 

a r e  descr ibed.  

with a mechanical “lock” fabric  resulted in  good assembly of the Mylar 

to the polyester rigidizing laminate.  

obtained, however, with these assembl ies .  Good optical sur faces  were  

obtained when an  epoxy rigidizing laminate was used indicating that the 

It was found that polysulfide coatings in conjunction 

Satisfactory optics were  not 

I 

I 
high shrinkage of the polyester was at fault. &dkL 
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INTRODUCTION 

Inflatable so l a r  energy concentrators have a grea t  many 

advantages for  u s e  in  space,  provided a feasible technique can be 

developed for  their  fabrication. 

the concentrator should be light weight, capable of being packaged 

initially in  a small volume and, in a space environment, capable of 

being inflated to a given figure and then rigidized to  maintain this f igure 

without fur ther  inflation. 

In order  to be sat isfactory for  use 

In this program the concentrator is being made in a lenticular 

shape, one sur face  utilizing an aluminized Mylar film and the other 

surface a c lea r  Mylar film. On the back of the aluminized film the 

rigidizable layer  (a polyester-glass  fabric laminate) will be applied. 

This layer  will be initially flexible (on the ground) and in space,  a f te r  

inflation and exposure to ultra-violet radiation the polyester r e s in  will 

automatically cure ,  thus permanently rigidizing the aluminized section 

of the collector to the des i red  shape.  

The major  problem a r e a s  in this program a r e  threefold 

(1) 
co r rec t  f igure,  (2) Developing a rigidizable layer  which will  a lso 

resul t  in  an acceptable optical surface on the Mylar and ( 3 )  Developing 

a method of securing the rigidizable layer to the Mylar film, which 

normally ac ts  a s  a parting film. 

Developing techniques for  inflating the paraboloid assembly  to the 

The specific objectives of this program a r e ,  in  addition to the 

techniques given above; to demonstrate the erect ion and rigidization 

of a five foot diameter  packaged paraboloid, and to deliver to  NASA 

one rigidized paraboloid for t e s t .  A number of mechanical,  thermal ,  

radiation and optical t es t s  will a lso be made on  rigidized paraboloid 

sections to determine res i s tance  to the space  environment, mechanical 

proper t ies ,  and specular  reflectivity of the sur face .  
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FORMING TECHNIQUES 

The technique used i n  forming the paraboloid is one which was 

developed to eliminate the need for a fo rm so i t  would be readily usable 

for  fabricating v e r y  la rge  parabolas .  

s t ress - re laxa t ion  process ,  a Mylar membrane is first s t r e s sed ,  in a 

fixture by internal  pressurization, to a curvature  in  excess  of the final 

value requi red .  

fo r  a shor t  period of t ime a f t e r  which the p r e s s u r e  can be re leased .  

On repressur iz ing  to a known, experimentally determined lower value, 

the membrane  a s sumes  the desired parabolic curvature .  

layer  is then applied to the convex surface of the Mylar a f te r  the init ial  

s t re tching.  

ultra-violet  radiation, while the membrane is maintained at  the lower 

p r e s s u r e .  

In this method, known a s  the 

The membrane is kept in the "overstretched" condition 

The rigidizing 

Rigidization then takes place automatically on exposure to 

In the first exploratory tests which w e r e  made with a one foot 

diameter  fixture and two mil aluminized Mylar an  initial p r e s s u r e  of 

105 mm Hg was used followed by a relaxed p r e s s u r e  of 80 mm Hg. 
A six layer  #112 glass fabric-polyester r e s in  laminate was applied to 

the convex surface of the Mylar and allowed to cure  a t  room tempera-  

t u re  and p r e s s u r e .  On removal  of the rigidized pa r t  f r o m  the fixture 

the residual  s t r e s s e s  in  the Mylar caused seve re  pa r t  distortion to  

take place and the Mylar film delaminated extensively f rom the backing. 

Where delamination did not take place the optical surface was a l so  

relatively poor .  (When the Mylar was removed completely the poly- 

e s t e r  laminate regained its original parabolic shape and showed v e r y  

little signs of distortion, thus indicating conclusively that the distortion 

was due to s t r e s s e s  in  the Mylar . )  Additional analysis  then indicated 

that init ial  s t ress ing  to  205 mm Hg and a relaxation to 62 mm Hg would 

a l so  resu l t  in  the desired parabola.  

manner  showed slightly l e s s  distortion and slightly l e s s  delamination and 

and equally poor sur face .  

A second laminate made in this  

The resu l t s  of the prel iminary tes ts  then indicated that there  w e r e  

considerably more  s t r e s s e s  in the Mylar than had been anticipated, as 
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evidenced by the distortion of the rigidized parabol-a upon removal  f r o m  

the j ig .  

unexpected since Mylar is normally a parting agent and polyester r e s ins  

usually exhibit poor adhes ion. 

The poor adhesion of the Mylar to the rigidizing layer  was not 

The rigidizing fabric layers  applied to the inflated parabola con- 

s is ted initially of s ix ' l ayers  of # I 1 2  fabr ic ,  a ma te r i a l  with a weight of 

approximately 2 . 1  o z .  pe r  sq.  y d . ,  and la te r  two l aye r s  of #IS1 fabric,  

a mater ia l  with a nominal weight of 8 . 9  o z .  per  s q .  yd.  

with an equal weight of r e s in  the rigidizing layer  was approximately the 

calculated weight. While a thicker laminate could have been applied to 

help prevent the forming s t r e s s  distortion, it was felt this would not be 

a satisfactory solution. 

number of reinforcing layers ,  but in  addition incorporating a c i rcu lar  

rim around the parabola.  

f iberglass cord 1/4 o r  3/8 inch in  d iameter .  

the r im very little par t  distortion was encountered. 

the Mylar, poor polyester laminate adhesion and a relatively poor 

optical surface continued to be a problem. 

When combined 

Additional tes t s  were  then made using the same  

This rim was made of r e s in  impregnated 

With the incorporation of 

Delamination of 
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MYLAR ADHESION TESTS 

Since the prel iminary t e s t s  definitely indicated the need for  

improved adhesion between the Mylar and the reinforcing laminate the 

next effor ts  were  directed toward this  objective. 

the bes t  method of improving the adhesion to the Mylar, and also the 

optical surface,  would be to provide an intermediate coating o r  coatings 

between the Mylar and the polyester.  

bination, would ac t  as a p r imer  coat to improve the adhesion and at the 

same  time, if  thick enough, ac t  a s  a ge l  coat to compensate for  the 

shrinkage effects of the polyester-fiberglass laminate. 

that  the ge l  coat functioned as conventional gel  coats  do with polyester 

laminates  then the optical propert ies  would be improved. 

It was believed that 

Such a coating, or  coating com- 

In the event 

The required proper t ies  for  a pr imer-gel  coat combination a r e  as 

follows: (1) good adhesion to Mylar and to the polyester res in ,  (2)  good 

flexibility in the cured state,  ( 3 )  ability to be  spread  in a fair ly  thick, 

even coating, and (4) res i s tance  to the space environment. Regarded 

a s  desirable ,  but not' absolutely necessary,  was the ability to dry  o r  

cu re  at room temperature .  

ments  then a number of types of mater ia ls  were  tested.  

r i a l s  included urethanes,  modified polyester adhesives,  modified 

synthetic rubber,  a flexible epoxy, a flexible polyester,  a silicone RTV 

rubber ,  and several  polysulfides. In all  ca ses  the coatings were  tes ted 

f i r s t  for  their  efficiency in adhering to Mylar and then as undercoats 

for  the polyester laminate.  In some cases ,  where a coating showed 

promise  as a Mylar adhesive, but could not be built up sufficiently to 

function as a good gel coat, a combination of two coatings was tested.  

The ma te r i a l s  tes ted and the resu l t s  secured are shown in Table I. 

With the establishment of these require-  

These mate-  

As shown in Table I t he re  were  only a few mater ia l s  which m e t  

the requirements  given above. 

promising were  the two Mylar adhesives f rom DuPont. 

ma te r i a l s  showed good adhesion to the Mylar,  however, very  inconsist-  

ent bonding was obtained when the polyester laminate was put in  contact 

with ei ther  coating. 

Some of the first mater ia l s  considered 

Both of these 

After a number of t e s t s  it was determined that both 
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mater ia l s  were being attacked by the s tyrene in the wet polyester 

laminate. 

p r imer  coats and then thicker coats of either the #982 urethane, the 

Epo-Tuf 37-51 and the # 9 S O  polysulfide were  applied to ac t  a s  a gel coat. 

In no case w a s  really good polyester laminate adhesion secured.  How- 

ever ,  it was considered that the problem of adhesion to the Mylar could 

be satisfactorily resolved. 

p r imer  and gel coated Mylar f rom the polyester laminate.  

the entire convex surface of the Mylar was coated with a layer  of #46960 

In an effort  to u s e  these mater ia l s  they were  applied a s  thin 

Figure 1 shows typical delamination of a 

In thi-s ca se  

Mate r i a l  

52 H-192 
(urethane)  

Q-9-0090 
(RTV Sil i -  
cone) 

#982 
(urethane)  

#46960 
(po lyes t e r )  

#46950 
(po lyes t e r )  

#4684 
:( synthetic 

r u b b e r )  

Epo - tuf 
37-51 

( F l e x .  epoxy 

Vibrin #121 

polyester)  
#890 poly- 
sulfide 

CS 3414 
polysulfide 

EC-801 
polysulfide 

E C  1239 
polysulfide 

(Flex.  

Source 

International Coatings 
Corp. , Compton, Calif. 

Dow Corning Corp . ,  
Midland, Mich. 

Coast P ro -Sea l  
Los Angeles,  Calif. 

DuPont Co. 
Wilmington, Del. 

DuPont Co. 
Wilmington, Del. 

DuPont Co. 
Wilmington, Del 

Reichold Chem. Co. 
White Plains ,  N. Y. 

Naugatuck Chem. Co. 
Naugatuck, Conn. 

Coast-Proseal  
Los Angeles,  Calif. 

Chem. Seal Corp. 
Culver City, Calif. 

Minn. Mining & Mfg. 
St. Paul ,  Minn. 

Minn. Mining & Mfg. 
St.  Pau l ,  Minn. 

Adhesion 

Mylar  

Good 

Good 

P o o r  

F a i r  

Good 

Good 

P o o r  

P o o r  

Good 

Good 

Good 

Good 

Po lyes t e r  

Poor  

Poor  

Poor  

Poor  

F a i r  

Poor  

Fair 

Poor  

Fair 

Good:% 

Good" 

Good" 

Optical  

Surface 

P o o r  

F a i r  

F a i r  

P o o r  

F a i r  

Poor  

F a i r  

Fair to 
P o o r  

Good 

Good 

Fair to 
Good 

R e m a r k s  

Difficult to sp read  to  an  even thick film 
by brush.  Sprayed well .  

Easy to make  an  even film by spraying 
Low f i lm strength.  

Easy  to  make  a good film by b rush  o r  
spray.  

Spreads to a n  even f i lm by b rush .  
well. 

Sp rays  

Somewhat difficult to  apply by brush.  
Sprays well. Attacked by polyester .  

Brushes  on well .  Sp rays  well. Attacked 
by polyester .  

Not too flexible. Used s i l ica  f i l l e r  to 
reduce shrinkage. 

Not too flexible.  Used s i l i ca  f i l ler  to 
reduce shrinkage. 

Ma te r i a l  sp read  well. 

Ma te r i a l  sp read  well. Cured  ve ry  slowly. 

Ma te r i a l  sp read  well. 
24 hour s .  

Ma te r i a l  sp read  ve ry  well. 
24 hour s .  

Cured nicely in 

C u r e s  well  i n  

"Mechanical fabric "lock" coat was  used 

Table I. Results of t e s t s  with p r i m e r  and gel coats.  
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adhesive and then one-half of the surface was coated with #982  urethane 

coating a s  a gel coat. 

tion commenced immediately. 

laminated a s  shown in several  hours .  This tes t  was a l so  made to 

determine the optical differences in the use of an unfilled vs.  a filled 

polyester r e s in  in the laminate. 

in somewhat bet ter  optical properties.  

On removal f rom the forming fixture delamina- 

The #982 urethane coated surface de- 

The filled polyester appears  to resu l t  

F igure  1. Typical Mylar delamination.. 
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POLY ESTER LAMINATE BONDING 

The t e s t s  made with the wet polyester lay-up definitely indicated 

that sat isfactory adhesion could not be  secured when the ma te r i a l  was 

in contact with any of the other  cured resins .  

that  a mechanical "locking" system should be tested.  

were  made  by applying a #4684 coating to the Mylar, and when the coat- 

ing was par t ia l ly  dr ied  a layer  of #I81 g l a s s  fabric was laid on the su r -  

face. After a number of t e s t s ,  to determine the right t ime for  fabr ic  

application, it was found possible to apply the fabric  so it was f i rmly 

adhered on its bottom surface to the adhesive coating, while at the 

same  time the top surface was d ry  and unimpregnated. 

the underlying coating to cu re  completely the g lass  fabr ic  was f i r s t  

impregnated with a brush  coat of the filled polyester res in ,  then two 

m o r e  l aye r s  of polyester r e s in  impregnated g l a s s  fabr ic  were  applied. 

It was therefore  decided 1 

The first t e s t s  
I 

l 

I 

After allowing 

I 

I 

I 

I 

Figure  2 shows the resulting configuration. 

this  technique were  considerably m o r e  satisfactory than had been 

secured previously. 

The resu l t s  secured  with 
I 

I 

Good adhesion of the polyester laminate to the 

underlying substrate  was found in almost all cases .  
I 
I The application of a smooth, d ry  g l a s s  fabric layer  to a tacky 

surface was found to be quite difficult. 

were  made  to  determine if  the solvent dried mater ia l s  (#4684, 46950 

and 46960) could be  reactivated by simply brushing acetone over  dry  

fabric  placed on a dr ied  coating. 

Therefore  a s e r i e s  of t e s t s  

l 
I This technique was found to  work 

BONDED FABRIC LAYER, 

Figure 2. Cross -  section of collector configuration. 
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very well. However, a s  previously stated inconsistent resu l t s  were  

secured when the polyester laminate was applied. 

eventually t raced  to the attack on the adhesive by the s tyrene in the 

polyester used. Fur ther  work was therefore  discontinued on these 
types of adhesives. 

The cause was 

Tests were then run using severa l  types of polysulfide coatings 

in conjunction with the mechanical "lock" fabric.  Uniformly good 

adhesive resu l t s  (Mylar-to- coating-to-polyester) were  a l so  found, a s  

well a s  fair  optical propert ies .  

of edge wrinkles began appearing. 

These edge wrinkles were  finally eliminated by installation of m o r e  

bolts in the diaphragm forming fixture. 

ance of the best  polysulfide gel coated parabola made so far. Specular 

reflectivity tes t s  made of the central  portion of this parabola indicated 

a reflectivity of 8 0 .  5%. 

However, with these samples  a number 

Figure 3 i l lus t ra tes  this  condition. 

Figure 4 then shows the appear-  

1 2  



Figure 3 .  Edge wrinkled parabola. 
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Figure 4. Polysulfide coated parabola. 
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TOOLING 

The f i r s t  samples were  one foot diameter  par t s  made a s  simple 

diaphragms in an  aluminum fixture shown in Figure 5 .  After fabr ica-  

tion of the f i r s t  few samples ,  with relatively poor optics, it was rea l -  

ized that using this fixture i t  was impossible to te l l  a t  what stage the 

optics deter iorated.  

bottom plate of the fixture a s  shown in F igure  6 .  
was possible then to observe the concave aluminized surface of the 

Mylar .  Changes in the sur face  condition on application of each coating 

could then be observed.  The use of this viewport then, it appeared, 

should aid considerably in finding the fabrication technique result ing 

in the best  optics.  

Accordingly an  acryl ic  window was built into the 

With this window i t  

With only one fixture it took severa l  days to fabricate each t e s t  

sample,  since a l l  coatings were  being cured a t  room tempera ture .  

Therefore ,  to accelerate  sample production, th ree  more  s m a l l  t es t  

jigs were  built to make six inch diameter s amples .  As shown in 

Figure 5 .  One foot diameter forming fixture.  

~ 
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Figure 6. Window installation in  the one foot fixture. 
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Figure 7 trLese fixtures were made using an acryl ic  block, and "0" 

ring and an  aluminum clamp ring. 

parency of the inner sur face  was obtained. With these fixtures then 

the effect  of every coat applied could be immediately observed, and 

sufficient jigs were  available S O  that a number of fabrication variations 

could be concurrently tes ted.  

With these fixtures complete t r ans -  

In addition to the improved small  jigs a two foot diameter  jig arid 

a five foot f ixture have also been designed and a r e  under construction. 

Both of these fixtures will incorporate viewports s o  that the optical 

effect of each fabrication s tep can be observed. 

F igure  7. Transparent  six inch diameter  fixtures, 
showing both surfaces of par t .  
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OPTICAL SURFACE TESTS 

The choice of a polyester res in-glass  fiber laminate for rigidizing 

the parabola was made because this system offers a nuniber of advan- 

tages over  other  r e s i n  systems for  space applications. 

t e m  can  be completely automatic,  utilizing ultra-violet  radiation in 

space  for  tr iggering the reaction. Other proposed sys tems such as 

urethanes o r  epoxies requi re  vapor catalysis o r  heat,  with attendant 

problems of special  containers,  valves, e t c . ,  and/or  means for reduc- 

ing the heat when the reaction is completed. 

the polyester sys t em then is that this sys tem should be one of minimum 

weight. There  a r e  a lso,  however, two major  problems concerned with 

the use  of a polyester fo r  this application. 

the poor adhesion of the polyester laminate to the Mylar.  

which were  taken to solve this problem were  detailed above. The other 

major  problem of the polyesters concerns the relatively high shrinkage 

of the r e s i n  which is inherent in this type of mater ia l .  

F i r s t  this sys -  

The second advantage of 

The first of these concerns 

The s teps  

In the fabrication of other types of polyester-glass  fabric s t ruc -  

t u re s  shrinkage is shown on the surface of a pa r t  a s  an optical phenom- 

ena i n  which the r e s in  shrinlcs back into the g lass  during cure ,  thus 

resulting in surface showing a fabr ic  pattern.  

unacceptable for  a reflector surface.  ) 

this effect is to use a heavily filler loaded polyester gel coat next to the 

mold, on top of which the polyester laminate is la id .  The ge l  coat then 

becomes the outer surface of the pa r t .  

the  one which is being investigated to minimize these sur face  defects 

f rom appearing on the aluminized Mylar. 

ciple, however, is complicated by the fact that the mold in this instance 

is not a rigid body a s  is the usual case,  and the fact that  the ge l  coat 

mus t  be ve ry  flexible a f te r  cure ,  ra ther  than a hard,  r igid coating a s  

commonly employed. 

(This pat tern would be 

The usual method for  eliminating 

This genera l  technique then is 

The application of this prin- 

The init ial  t es t s  made to develop the rigidized parabola were  

mainly concentrated on the problem of obtaining sat iafactory adhesion 

of the Mylar to the polyester laminate.  During these f i r s t  t e s t s  it was 



found, a s  expected, that when the polyester laminate was applied 

directly to the Mylar the fabr ic  pat tern was c lear ly  visible wherever  

adhesion took place.  

helped somewhat in reducing the pattern,  but not markedly.  In la te r  

tes ts  when relatively heavy gel coats were  used i t  was found that a d i s -  

tinct fabric pattern was no longer vis ible .  

was achieved ranged f rom nearly perfect to badly dis tor ted.  

i l lustrates four different degrees  of optical su r f aces  obtained using the 

gel coat-mechanical fabric "lock" techniques.  It is significant to note 

that the two best  samples ,  #1 and #2,  were  rigidized with room tem-  

perature curing epoxy coatings, ra ther  than the polyester .  These two 

samples were  prepared a s  a tes t  to determine i f  the patternless d i s -  

tort ion was due to polyester shrinkage, since the epoxies exhibit con- 

siderably less  shrinkage than do the polyes te rs .  

The addition of s i l ica  f i l ler  to the polyester r e s in  

The optical surface which 

Figure 8 

Other evidence definitely linking the shrinkage of the polyester 

to the distortion was the fact that on application of the polysulfide 

coatings to the Mylar the concave surface optics remained perfect 

p r io r  to, during the cure  and after cure  of the gel  coat .  Very l i t t le 

o r  no optical effect was noticed when the "lock" fabric  was applied. 

It was also found that two coats of gel coat gave better optical  

resul ts  than did one.  

of one coat brushed o r  sprayed on and allowed to cure  2 4  hours ,  followed 

by a second coating. The "lock" fabric  i s  then applied to the second coat 

when cure is partially completed.  By this technique the possibility is 

avoided of the fabric showing completely through the uncured gel  coat,  

as was found in the f i r s t  experiments .  

The gel  coat configuration then adopted consisted 

The polyester r e s in  i s  applied to the coated parabola by f i r s t  

brushing one coat of filled polyester r e s in  into the lock coat, followed 

by two layers  of # l S l  g lass  fabric and r e s i n .  

f i l led (50%) to minimize shrinkage, i t  was found impract ical  to sp ray  

the resin.  

bola during cure  distortion was found to commence a t  approximately 

the same time as  did gelation of the r e s i n .  

Since the r e s in  is heavily 

In observing reflections in the concave surface of the para-  

2 0  



Figure 8. Varying degrees of optical surfaces  produced. 

Another technique for minimizing surface defects i n  a polyester 

laminate is to use v e r y  fine weave cloth o r  surfacing mat on the outer 

sur face  under the heavy reinforcing fabric.  These techniques were  

a l so  t r ied ,  however, these mater ia ls  appeared to in te r fe re  with the 

functioning of the "lock" fabric .  

fabric,  was found best f rom the standpoint of "lock" and minimum 

optical effects.  

# l 2 8  g lass  , a n  intermediate weight 

In a l l  the above tes t s  the polyester r e s i n  used was American 

Cyanamide Laminac #4128, a general  purpose, s tyrene monomer 

r e s in .  The r e s in  was catalyzed with 1-1/270 of methyl ethyl ketone 
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peroxide and 1/27'0 of cobalt napthenate to  resu l t  i n  a room tempera ture  

ge l  time of approximately 30 minutes .  

pure si l ica and was mixed in  the rat io  of 1:l with the r e s i n  to give 

maximum shrinkage reduction, without too much effect on mechanical 

propert ies .  The above r e s i n  was used mainly for  convenience in p re -  

paring samples a t  room temperature  and p r e s s u r e .  Tes ts ,  however, 

were  made to determine i f  such a heavily filled r e s i n  would cu re  sa t i s -  

factorily by U .  V .  

be obtained. 

The f i l ler  used was a 99.97'0 

These tes t s  indicated that a sat isfactory cu re  could 
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FUTURE PLANS 

F o r  the next quar te r  it i s  planned that the following i tems  will be 

investigated: 

1. Gel coats formulated f rom Versamid-epoxy mixtures  and 

f rom polysulfide-epoxy-mixtures will be made. 

be  tes ted  for adherence to  the polyester laminate with the possibility 

These mater ia l s  will 
\ 
i 
i of eliminating the fabric  lock coat. 

2. An investigation will be made into polyester r e s ins  which 

exhibit lower shrinkage. One such to  be investigated will be r e s ins  

utilizing diallyl phthalate monomer, which a r e  claimed to have 30% 

l e s s  shrinkage than conventional styrene monomer resins .  

s imi la r  r e s ins  a r e  said to  be in development. 

i 
1 

Other 

3 .  Tes t s  will be initiated to determine the mechanical, optical 

and space environment res i s tance  propert ies  of the assemblies  found to 

resu l t  in good optics. 
I 

4. Pre l iminary  tests will be  started on the five foot parabola to i 

determine p r e s s u r e s  required and coating techniques. ! 

5. It i s  planned to spend a small  amount of t ime investigating 

the possible use  of an epoxy o r  a urethane sys tem for rigidization. 

Such sys tems a r e  current ly  being developed on other contracts at 

Hughes Aircraf t  Company. 
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